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ABSTRACT

This work aimed to evaluate the effect of veneer inclusion with different wood species, and also 
different levels of pressing pressure applied in the moment of the veneer inclusion over physical-
mechanical properties of already consolidated OSB (Oriented Strand Board) panels. Treatments were 
arranged in factorial scheme 4 x 2 (four wood types for veneer inclusion – Pinus oocarpa, Eucalyptus 
urophylla, Parkia gigantocarpa and Brosimum parinariodes; and two pressing pressures – 1 and 2 
MPa) and also a control (without veneer inclusion). Veneer inclusion was made with 180 g.cm-2 phenol 
formaldehyde adhesive, in a simple glue line, perpendicular to the external layer of panels. The pressing 
cycle used was 150ºC for 4 minutes under pressure 1 or 2 MPa pressure depending on the pre-established 
treatment. It was possible to conclude that: 1) Veneer inclusion with pines, eucalypt and amapá promoted 
significant improvements for physical-mechanical properties of OSB panels, highlighting eucalypt and 
amapá; 2) There was not a significant effect of the level of pressing pressure over mechanical properties 
of OSB with veneer inclusion; and 3) Regarding physical properties, the highest pressure level (2 MPa) 
promoted a negative effect in some properties, while veneer inclusion the pressure of 1 MPa generally 
promoted significant improvement of all physical properties.

 
   Keywords: Brosimum parinarioides, Eucalyptus urophylla, oriented strand board, mechanical 
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INTRODUCTION

The panels OSB (Oriented Strand Board) are produced from strand type particles (thin and long), 
and the internal layer may be randomly placed or perpendicular to the external layers. Such panels are 
mainly used as structural components, such as walls, beam components, lining, among others, competing 
with plywood panels for space.

The mechanical strength of OSB panels is usually similar to the plywood (Tsoumis 1991). However, 
its main limitation is the low dimensional stability, since OSB when in contact with moisture presents 
greater thickness swelling than plywood (Mendes et al. 2013). Furthermore, it is considered by some 
consumers as a lower quality panel in relation to the surface finishing. But even with such limitations, 
the production of OSB panels has grown significantly and occupied spaces which were exclusive to 
plywood. This is explained by the possibility to be produced from thinning wood and with thin trunks, 
as well as from species with lower commercial value, besides a greater use of the log, which allows 
lower costs (Walker 1993).
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Thereby, in order to associate lower production costs with better quality panels, several researches 
have been developed aiming to improve dimensional stability of OSB panels (Garcia et al. 2005, Cabral 
et al. 2006, Del Menezzi and Tomaselli 2006, Paul et al. 2006, Okino et al. 2007, Mendes et al.  2013a, 
Mendes et al. 2013b).

Veneer inclusion consists of a technique with potential to improve the dimensional stability of 
particulate panels, which is commercially denominated Com-ply (Maloney 1996), process that comprises 
the bonding of wood veneers with synthetic adhesive and adequate pressure in the panel surface, 
aiming to decrease the water entrance through the surface and consequently the thickness swelling, thus 
increasing the resistance and hardness of flexion (Iwakiri et al. 2003), which can improve the surface 
finishing of OSB panels.

Iwakiri et al. 2009, studied the effect of veneer inclusion in OSB panels, the results showed no 
significant reductions of water absorption and thickness swelling for the panels with veneer inclusion. 
In relation to modulus of elasticity (MOE) and rupture (MOR), in perpendicular direction, they observed 
significant improvements. Contrarily, Mendes et al. 2012, when evaluating veneer inclusion of OSB 
panels from Pinus oocarpa, observed significant improvements of the water absorption properties and 
thickness swelling after two hours of immersion.

However, the few available researches are related to the veneer inclusion through the process of 
panels pressing, which means the veneer inclusion in the moment of its consolidation. There are not 
studies regarding veneer inclusion of the already consolidated panel. Considering that in the industry it 
is not possible to include wood veneers during the OSB panels pressing, it is important to evaluate the 
effect of veneer inclusion after being consolidated, particularly because many resales buy such panels 
just to cover externally and then hand over to the consumers.

Another factor that also needs assessment is the type of wood used to veneer inclusion, since depending 
on their chemical, physical, anatomical and mechanical characteristics can significantly influence the 
properties of the coated panel. As an option for inclusion veneer can be evaluated the use of species 
planted on a large scale in Brazil, such Pinus oocarpa and Eucalyptus urophylla, or the Amazon woods, 
with wide dispersion and good qualities esthetics, such as wood of Parkia gigantocarpan (faveira) and 
Parinarioides brosimum (amapá).

In this context, this work aimed to evaluate the effect of veneer inclusion with different wood species 
(Pinus oocarpa, Eucalyptus urophylla, Parkia gigantocarpa, Brosimum parinarioides), and also different 
levels of pressing pressure applied (1 and 2 MPa) in the moment of the veneer inclusion over physical-
mechanical properties of already consolidated OSB panels.

MATERIAL AND METHODS

Commercial OSB panels 15 mm thick were used in the present study, with 4,5% of phenol-
formaldehyde; 0,9% paraffin, relation surface: core of 50 : 50 and apparent density of 610 kg.cm-3. The 
experimental design consisted of nine treatments, with the evaluation of the four wood types (Pinus 
oocarpa, Eucalyptus urophylla, Parkia gigantocarpa, Brosimum parinarioides) in association with two 
pressing pressure (1 and 2 MPa) and um treatment without veneer inclusion (control). For each treatment 
three repetitions were used.
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The species Parkia gigantocarpa Ducke (Faveira) and Brosimum parinarioides Ducke (amapá) 
came from an area of forest management in the municipality of Paragominas – PA, which belongs to 
the company Cikel Brasil Verde S/A.

The wood of Eucalyptus urophylla, seven years old, was obtained from clonal tests settled in the city 
of Paracatu – MG, while the wood of Pinus oocarpa, 35 years old, was obtained from the Universidade 
Federal de Lavras – MG.

Disks were removed from each species, which were used to determine the basic density according to 
the standard NBR 11941 (ABNT, 2003) and also to perform chemical analysis, with the content of total 
extractives (NBR 14853, 2010), lignin (NBR 7989, 2010), ashes (NBR 13999 2003) and holocellulose 
(obtained by the difference H (%) = 100 - %total extractive - %lignin - % ashes).

Logs of different species, after being sectioned in adequate length, were taken to a heating tank, 
where they were kept at 66 ºC during 24h. Faveira wood did not pass through this proceeding due to 
its low density. 

After this period, logs were processed in a veneer lathe, creating 2 mm thick sheets which were 
posteriorly guillotined in the dimensions of 50 x 50 cm, and then dried in stove at 70 ºC until the moisture 
was between 5 and 6%. Before plywood manufacture, dried sheets were classified in decreasing quality 
classes (A, B, C, D) according to the Brazilian Standard NBR 9531 – Sheets of Plywood: Classification, 
of the Brazilian Association of Technical Standards (ABNT 1986). In the present study, only sheets 
classified as B panels were used for veneer inclusion. 

The veneer inclusion of OSB panels was made with phenol-formaldehyde adhesive with solid content 
of 51,24%; pH 11,89; gel timer of 8,41 minutes and viscosity of 547 cP. The collage of the veneers was 
performed at the two surface of the panels, with 180 g.m-2 adhesive in simple glue line and perpendicularly 
the surface particles. After this stage, panels were hot-pressed with a pressing cycle at 150°C during 4 
minutes and pressure 1 or 2 MPa, depending of the pre-established treatment.

After veneer inclusion, they were conditioned at 22 ±2°C and relative moisture of 65±5%. The 
dimensions of body-proof and essay proceedings applied in the evaluation of the properties water 
absorption (WA) after two and twenty four hours of immersion, thickness swelling (TS) after two and 
twenty four hours of immersion and rate of non-return in thickness (NRT), were defined based on the 
American Standard ASTM D 1037 (2006). The standard DIN 52362 (1982) was applied to evaluate 
rupture modulus (MOR) and elastic modulus (MOE) to static flexion in parallel and perpendicular 
directions in relation the surfaces veneers.

An entirely randomized design was adopted to analyze results, in which treatments were arranged 
in a factorial scheme 4 x 2 (four types of wood – faveira, amapá, eucalypt and pines; two pressing 
pressures – 1 and 2 MPa) and also one control (without veneer inclusion). The Dunnett test (at 5% of 
probability) was used in order to compare panels that went through veneer inclusion and control panels, 
while Scott-Knott (also at 5% of probability) was performed to evaluate the type of wood and pressing 
pressure used in the process of veneer inclusion.
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RESULTS AND DISCUSSION

Density and chemical analysis of the wood

Table 1 presents mean values of basic density for each species used. It was observed that faveira 
wood presented the lowest mean basic density, while Eucalyptus urophylla presented the highest value.

Table 1. Basic density of wood species.

In relation to the chemical analysis of wood types (Table 2), it was observed that faveira wood 
presented the smallest amounts of extractives, but the larger percentage of holocellulose; the Eucalyptus 
urophylla wood highlighted because of the highest percentage of total extractives and lowest ashes content; 
the amapá wood presented the highest percentage of lignin and the smaller percentage of holocellulose, 
and the Pinus oocarpa wood, when compared to other species, presented intermediate values for all 
chemical components evaluated.

Table 2. Chemical analysis of wood species (%).
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Physical properties of panels
Apparent density and moisture

Table 3 shows the mean values of apparent density and moisture of panels for each treatment evaluated. 
It was observed that there were statistical differences among treatments when apparent density of panels 
was evaluated. Treatments produced with pine and amapá sheets at 2 MPa of pressure and with eucalypt 
sheets at pressures (1 or 2 MPa) that differed statistically from control, obtaining higher values of apparent 
density. This fact is caused by the difference of density among sheets used on the inclusion (Table 1), 
as well as by the sheets pressing in the panel, including higher values of mean basic density of panels 
pressed at 2 MPa in relation to those pressed at 1 MPa, what confirms the highest compression rate of 
the ready panel and also the sheet itself.

Analyzing moisture of panels, all treatments with veneer inclusion differed statistically from control 
(without inclusion), presenting higher mean values of moisture. This is associated to the greater amount 
of wood available for water absorption basically due to veneer inclusion.

Table 3. Apparent density and moisture of panels.
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Water absorption, thickness swelling and rate of non-return in thickness

Table 4 presents mean values of water absorption after 2 and 24 hours of immersion for each treatment 
evaluated and the variation in relation to the treatment without veneer inclusion. It was observed that 
for WA2h only treatments with pine and amapá sheets at 1 MPa did not present statistical difference in 
relation to control, the other treatments presented lower mean values of WA2h, differing statistically 
from panels without veneer inclusion. The reduction of mean values of WA2h with veneer inclusion 
ranged from 11,3 to 42,7%.

Table 4. Mean values of water absorption.

For WA24h, only treatments with eucalypt sheets (1 and 2 MPa) pine (2 MPa) and amapá (2 MPa) 
differed statistically from panels without veneer inclusion, obtaining lower mean values for this property. 
The reduction of mean values of WA24h with veneer inclusion ranged from 2,2 to 34,4%.

The reason for such improvement for the properties WA2h and WA24h may be related to two factors, 
the first regarding the barrier provided by the adhesive used for the sheet collage, what hampers the water 
penetration through the faces, and the second, as sheets were pressed with particle mattresses (particles 
used to produce OSB panels), there was a greater compression of the panel particles, diminishing empty 
spaces among them and causing the decrease of water absorption, what may be proved on Figure 3, in 
which it is observed that the increase of pressing pressure improves significantly both properties. 

Table 5 presents the mean values of thickness swelling after two and 24 hours of immersion, the rate 
of non-return in thickness for each treatment evaluated, and the variation in relation to the treatment 
without veneer inclusion. It was observed for the property TS2h that panels with veneer inclusion with 
pine and eucalypt wood at 1 MPa presented the lowest mean values, differing statistically from panels 
without veneer inclusion, with reduction of 22,2 and 20,4%; respectively. Contrarily, panels with veneer 
inclusion with eucalypt, faveira and amapá wood at 2 MPa presented the highest mean values for TS2h 
and differed statistically from control. The increase of TS2h values as pressure increased (2 MPa) may 
be explained by the harder pressing strength made on particles of the OSB panel mattress, since the 
veneer inclusion in harder pressures promotes a greater compressing of OSB panel particles, allowing a 
greater release of such pressing tensions, thus presenting more thickness swelling (Mendes et al. 2013).
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Table 5. Mean values of thickness swelling and rate of non-return in thickness.

For the property TS24h, independently of the wood type, the pressure of veneer inclusion at 1 MPa 
promoted a significant reduction of thickness swelling in relation to control panels, presenting from 
22,5 to 32,5% of decrease, while the pressure of veneer inclusion at 2 MPa had not significant effect in 
relation to control. This indicates that the pressure 1 MPa is ideal for veneer inclusion in OSB panels, 
since that in higher pressures, as 2 MPa, the compression tension provided to the panel causes more 
swelling, losing the efficiency of veneer inclusion.

In relation to NRT it was observed, as well as for TS2h, that panels with veneer inclusion with 
pine and eucalypt wood at 1 MPa presented the lowest mean values, differing statistically from panels 
without veneer inclusion, with reductions of 35,6 and 33,9%; respectively, in relation to control, while 
treatments at 2 MPa differed statistically from panels without veneer inclusion for all the used species, 
presenting the highest mean values.

Further, according to statistical analysis, it was observed that there was not significant interaction 
between the factor wood type and pressing pressure for the properties WA2h, WA24h, TS2h, TS24h 
and NRT. However, within each factor, wood type (Figure 1 and 2) and pressing pressure (Figure 3), a 
significant effect was observed for some properties.

It was verified that the veneer inclusion with eucalypt wood provided the best results for the properties 
WA2h and WA24h, differing statistically from other wood types used. This may be related to a more 
closed anatomical structure, which is proved by the higher basic density of Eucalyptus urophylla (Table 
1), as well as the highest extractive content of the species in relation to the others (Table 2).

Figure 1. Water absorption in function of the wood type on veneer inclusion
Means followed by the same letter did not differ by Scott-Knott test at 5% of significance.
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Figure 2. Thickness swelling and rate of non-return in thickness in function of the 
wood type used on veneer inclusion.

Means followed by the same letter did not differ by Scott-Knott test at 5% of significance.

However, when the effect on the properties TS2h, TS24h and NRT (Figure 2) were evaluated, it was 
observed that the wood type did not affect significantly TS2h and TS24h, while for the property NRT 
treatments with eucalypt sheet presented the highest mean values, differing statistically the other species.

In relation to the pressure applied (Figure 3), independently of the wood type, since there was not 
interaction among the factors, it was observed that veneer inclusion at 2 MPa differed statistically from 
the pressure 1 MPa in all the physical properties evaluated, presenting the highest mean values for the 
properties, TS2h, TS24h and NRT, but causing the lowest mean values for the properties WA2h and 
WA24h.

Figure 3. Water absorption, thickness swelling and rate of non-return in thickness in function of 
the pressure used on veneer inclusion.

Means followed by the same letter did not differ by Scott-Knott test at 5% of significance.
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Iwakiri et al. 2009, when evaluating the effect of veneer inclusion with Pinus taeda sheets and the 
pressing process for the production of OSB panels, did not observe significant effect of veneer inclusion 
on the water absorption properties and thickness swelling after 2 and 24 hours of immersion in water. 
However, a tendency to reduction of mean values of all evaluated physical properties was observed. 
Contrarily, Mendes et al. 2012, evaluated the effect of veneer inclusion with Pinus oocarpa sheets and 
of the pressing process on the production of OSB panels, and found a significant reduction only for the 
properties WA2h and TS2h, obtaining mean values of 80,3 and 26,4%; respectively. But they did not 
observe such improvement for the properties WA24h, TS24h and NRT when panels were submitted to 
a longer time immersed in water. The authors explained this fact by greater compression of the particles 
of the panels with veneer inclusion. Because of this was increased the tension between the particles, 
which was maintained by the adhesive used, which was released, more prominently, when the panels 
were immersed in water for longer time. The authors obtained mean values of 104,3% for WA24h; 
35,5% for TS24h and of 25,0% for NRT.

In this sense, the mean values obtained for physical properties in this study were smaller with those 
which were found in the literature. The improvement was because that the veneer inclusion in the panels 
was in consolidated panel (ready panels). While in the work found in literature the veneer inclusion is 
performed simultaneously with the pressing of OSB panels. However, when comparing with Canadian 
Standards Association” - CSA 0437 (1993), which determines the maximum value of TS24h at 10%, 
only panels with veneer inclusion at 1 MPa, independently of the wood species, attended the standard. 
This demonstrates the functionality of veneer inclusion in OSB panels, what promotes an esthetical 
improvement as well as causes the significant reduction of TS24h, and this allows panel to adequate to 
the commercial standard.

Mechanical properties of panels

MOR parallel and perpendicular

Table 6 presents the mean values of modulus parallel and perpendicular rupture for each treatment 
evaluated and the variation in relation to the treatment without veneer inclusion. It was observed for 
MOR parallel that only treatments with veneer inclusion with eucalypt and amapá at 2 MPa promoted 
significant improvement in relation to the treatment without inclusion. The increase of mean values 
ranged was 36,7 and 39,6%; respectively. 

Table 6. Mean values of modulus of rupture
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However, veneer inclusion with faveira wood promoted a significant reduction of MOR parallel 
values, which was associated to the low basis density of the wood (Table 1) and consequently to the 
lower mechanical resistance of the sheets. For MOR perpendicular all treatments with veneer inclusion 
promoted significant improvement for this property. The increase of MOR perpendicular ranged from 
30,7% to 78,1%; what is justified by the fact that sheets were glued perpendicularly to the panels face.

It was also observed that there was not significant interaction between wood type and pressing 
pressure for MOR parallel and perpendicular. However, when each factor is individually analyzed, a 
significant difference is observed for the wood type (Figure 4) for both properties. A significant effect 
was not observed for pressing pressure on MOR parallel and perpendicular (Figure 5). It was observed 
for MOR parallel and perpendicular that eucalypt and amapá sheets obtained better results, differing 
statistically from pine and faveira wood. A significant difference also was observed between pine and 
faveira wood, in which faveira presented the lowest mean values. This is associated to the lower density 
of faveira wood (Table 1) and the consequent direct relation between density and mechanical resistance 
of the wood.

Figure 4. Modulus of rupture in function of the wood type used on veneer inclusion.
Means followed by the same letter did not differ by Scott-Knott test at 5% of significance.

Figure 5. Modulus of rupture in function of the pressure used on veneer inclusion
Means followed by the same letter did not differ by Scott-Knott test at 5% of significance.
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Iwakiri et al. 2009, when evaluating the effect of veneer inclusion with Pinus taeda sheets and 
the pressing process for the production of OSB panels, observed a significant increase only for MOR 
perpendicular. Values obtained for OSB panels with veneer inclusion were 48,7 and 45,1 MPa for MOR 
parallel and perpendicular, respectively. The standard CSA 0437 (1993) determines minimum values of 
MOR parallel at 28,4 and 22,9 MPa for the classifications O-2 and O-1, respectively, while for MOR 
perpendicular these values are 12,2 and 9,4 MPa, respectively. 

In this sense, mean values obtained for these properties are below data found in the literature. However, 
when comparing to the standard CSA 0437 (1993), all treatments attended to the minimum determined 
by the O-2 classification, including a reasonable safety margin.

MOE parallel and perpendicular

Table 7 presents mean values of modulus of parallel and perpendicular elasticity for each treatment 
evaluated and the variation in relation to the treatment without inclusion. As well as observed for MOR 
parallel, veneer inclusion with faveira wood promoted significant reduction for MOE parallel, while 
other treatments caused significant improvement for this property. The increase of other three species 
(pine, eucalypt and amapá) for such property in relation to control ranged from 13,1 to 39,7%.

Table 7.  Mean values of modulus of elasticity.
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For MOE perpendicular all treatments with veneer inclusion presented significant improvements 
for this property, and the increase ranged from 19,1 to 61,2%; what as well as MOR perpendicular is 
justified by the fact that sheets were glued perpendicularly to panels faces. It was also observed that 
there was a significant interaction between the factors wood type and pressing pressure for MOE parallel 
and perpendicular. However, when each factor was evaluated individually, a significant difference 
was observed for the wood type (Figure 6) for both properties. No significant effect was observed for 
pressing pressure (Figure 7). As well as for MOR, it was observed for MOE parallel and perpendicular 
that eucalypt and amapá sheets obtained the best results, differing statistically from pine and faveira 
wood. It was also observed a significant difference between pine and faveira, and the last one presented 
the lowest mean values.

Figure 6. Modulus of elasticity in function of wood type used on veneer inclusion.
Means followed by the same letter did not differ by Scott-Knott test at 5% of significance.

Figure 7. Modulus of elasticity in function of pressure used on veneer inclusion
Means followed by the same letter did not differ by Scott-Knott test at 5% of significance.
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Iwakiri et al. 2009, when evaluating the effect of veneer inclusion with Pinus taeda sheets and 
the pressing process for the production of OSB panels, observed a significant increase only for MOE 
perpendicular. Values obtained for OSB panels with veneer inclusion were 5937 and 5304 MPa for 
MOE parallel and perpendicular, respectively. The standard CSA 0437 (1993) determines minimum 
values of MOE parallel 5393,7 and 4413 for the classifications O-2 and O-1, respectively, while for 
MOE perpendicular these values are 1471 and 1274,9  MPa, respectively. 

In this sense, only mean values obtained for MOE parallel in this study are in accordance with data 
available in the literature, while the obtained MOE perpendicular was inferior. However, when comparing 
with the standard CSA 0437 (1993), treatments with veneer inclusion with pine, eucalypt and amapá 
wood attended the minimum determined by the O-2 classification for MOE parallel, while panels without 
inclusion attended the O-1 classification of the standard, and panels with inclusion with faveira wood 
did not attend the commercial standard. On the evaluation of MOE perpendicular all treatments with 
veneer inclusion attended the minimum determined by O-2 classification, while panels without inclusion 
attended only the O-1 classification of commercial standard.

CONCLUSIONS

Generally, veneer inclusion with Pinus oocarpa, Eucalyptus urophylla and Brosimum parinarioides  
wood promoted significant improvements for physical-mechanical properties of the wood of OSB panels, 
highlighting eucalypt and amapá wood. Contrarily, faveira wood must not be used on veneer inclusion 
of OSB panels, since it presented significant reductions of MOR and MOE parallel.

There was not a significant effect of the pressure level on mechanical properties of OSB panels with 
veneer inclusion. However, for physical properties the highest pressure level (2 MPa) promoted negative 
effect on the properties TS2h, TS24h and NRT, while veneer inclusion at 1 MPa promoted significant 
improvement of all physical properties, allowing that panels to adequate to the commercial standard 
CSA 0437 (1993), what was not possible for panels without inclusion.

In sum, optimal performance was obtained with eucalypt or amapá at a pressure of 1MPa.
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